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What this standard covers

This standard specifies the method of weight loss on ignition Determination of combined

water content. This standard applies to alunite ore products combined water content.

Document data

International classification (ICS): 73.080.

Chinese classification (CCS): D51.

Estimated length of the Chinese original: 3,392 words.

Supersedes the earlier edition HG/T 2957.6-1984.

Standards quoted by this document

GB/T 6682
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