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What this standard covers

This standard specifies the barium sulfate gravimetric determination of total sulfur. This

standard applies to alunite ore products Determination of total sulfur content. Measuring

range (in SO (3) meter) 5% to 30%.

Document data

International classification (ICS): 73.080.

Chinese classification (CCS): D51.

Estimated length of the Chinese original: 3,338 words.

Supersedes the earlier edition HG/T 2957.8-1984.
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