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What this standard covers

This standard specifies the determination of the film base surface resistance into the shaft.

This standard applies to the measurement axis of paper-based plastic film base and

surface resistivity and surface resistivity. Surface resistance and surface resistivity single

film base and coated paper base may be determined with reference to the use of this

standard.

Document data

International classification (ICS): 37.040.20; 37.060.20; 71.040.50.

Chinese classification (CCS): G80.

Estimated length of the Chinese original: 4,432 words.

Supersedes the earlier edition HG/T 3008-1986.
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