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What this standard covers

This standard specifies the ship -to-ship and ship-to- dock transport is liquid at normal

temperature and pressure rubber hose petroleum product classification, performance

requirements and test methods. This standard applies to ship -to-ship and ship-to- dock

transport is liquid at normal temperature and pressure rubber hose petroleum-based

products. Hose suitable for -20°C ~ +80°C temperature range.

Document data

International classification (ICS): 83.140.40; 75.200.

Chinese classification (CCS): G42.

Estimated length of the Chinese original: 8,898 words.

Adopted international standard: ISO 1823-2-1997, MOD.

Supersedes the earlier edition HG/T 3039-1988.

Standards quoted by this document

GB/T 1690; GB/T 2941; GB/T 5563; GB/T 5564-2006; GB/T 9572; GB/T 9575; HG/T 2869;

ISO 4649-2002; ISO 8033
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