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What this standard covers

This standard specifies the requirements hydroxyl anion silicone emulsion, test methods,

inspection rules and signs, packaging, transportation and storage requirements. This

standard applies to hydroxy silicone oil emulsion containing an anionic surfactant.

Document data

International classification (ICS): 83.080.10.

Chinese classification (CCS): G32.

Estimated length of the Chinese original: 7,770 words.

Supersedes the earlier edition ZB G32002-1987.
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