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What this standard covers

This standard specifies the lip seals with rubber shock absorber material requirements, test

methods and labeling, packaging and storage. This standard applies to automobile,

motorcycle shock absorber rubber lip seals.
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International classification (ICS): 83.060; 83.140.50.

Chinese classification (CCS): G43.
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