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What this standard covers

This standard specifies the crosslinked fluorine resin coating for product classification,

requirements, test methods, inspection rules, marking, packaging and storage of content.

This standard applies to the fluorine resin containing a reactive functiona

Document data

International classification (ICS): 87.040.

Chinese classification (CCS): G51.

Estimated length of the Chinese original: 13,116 words.

Supersedes the earlier edition HG/T 3792-2005.
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