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What this standard covers

This Standard specifies the method for determining the color of plastic colorant in the
thermal stability under specified conditions, by injection molding. The test results are
relative values ??rather than absolute values. This Standard applies to the te

Document data

International classification (ICS): 87.060.10.
Chinese classification (CCS): G53.
Estimated length of the Chinese original: 7,779 words.

Adopted international standard: EN 12877-2-2000, NEQ.
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GB/T 250; GB/T 3186; GB/T 11186.2-1989; GB/T 11186.3; HG/T 4767.1-2014
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