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What this standard covers

This standard specifies the pigment to be tested with respect to the determination of the

standard paint color performance, as well as coloring material under various conditions to

disperse the polyethylene to produce differences in color intensity repres

Document data
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GB/T 3186; GB/T 11186.2-1989; GB/T 13451.2-1992
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