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What this standard covers

This standard specifies the medium molecular weight polyisobutylene requirements, test

methods, inspection rules and signs, packaging, transportation and storage. This standard

applies to adoption Lewis (Lewis) acid-catalyzed polymerization process to pro
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GB/T 1632.3-2010; GB/T 4509-2010; GB/T 6678; GB/T 6680; GB/T 24131-2009; SH/T
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