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1 Scope

This standard specifies the requirements, test methods, inspection rules as well as

marking, packaging, transportation and storage of ethylene carbonate for industrial use.

This standard is applicable to ethylene carbonate for industrial use produced from ethylene

oxide and carbon dioxide.

Molecular formula: C3H4O3

Structural formula:

Relative molecular mass: 88.06 (as per the international relative atomic mass in 2016)

2 Normative references

The following referenced documents are indispensable for the application of this document.

For dated references, only the edition cited applies. For undated references, the latest

edition of the referenced document (including any amendments) applies.

GB/T 191 Packaging - Pictorial marking for handling of goods

GB/T 601 Chemical reagent - Preparations of reference titration solutions

GB/T 602 Chemical reagent - Preparations of standard solutions for impurity

GB/T 603 Chemical reagent - Preparations of reagent solutions for use in test methods

GB/T 3143 Color determination method of liquid chemicals (Hazen unit - Platinum-cobalt

scale)
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GB/T 6324.8 Test methods of organic chemical products - Part 8: Determination of water of

liquid products - Carl·fischer coulometric method

GB/T 6678 General principles for sampling chemical products

GB/T 6680 General rules for sampling liquid chemical products

GB/T 6682 Water for analytical laboratory use - Specification and test methods

GB/T 8170 Rules of rounding off for numerical values & expression and judgment of limiting

values

GB/T 9722 Chemical reagent - General rules for the gas chromatography

SJ/T 11568-2016 Solvent for electrolyte solution used in lithium ion battery

3 Product classification

Ethylene carbonate for industrial use is classified into electronic grade and industrial grade

according to its application. In electronic grade, the extra-pure grade is mainly used in

power battery industry, and the qualified grade is mainly used as the cleaning agent for

ordinary lithium ion batteries and electronic products. In industrial grade, the high-purity

grade and guaranteed grade are mainly used as raw materials for high-end polyester

synthesis and high-end organic synthesis, and the qualified grade is mainly used as

solvent, grease additive, raw materials for common organic synthesis, etc.
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