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Foreword

HG/T 6492-2026 is a recommended industry standard of the People's Republic of China in

the Chemical Industry sector, approved and issued by the Ministry of Industry and

Information Technology on 16 April 2026, with effect from 1 November 2026.

It is administered by the Modified Plastics Subcommittee of the National Technical

Committee for Plastics Standardization.

Classification: ICS 83.080.20; CCS G32.

1 Scope

HG/T 6492-2026 deals with silver-zinc antibacterial masterbatch for polyolefin plastics. A

masterbatch is a concentrated additive mix that is blended into the base resin during

processing, and here it carries the silver-zinc antibacterial agent that gives the finished

plastic its antibacterial effect. The document is a product standard that sets the basis on

which the masterbatch is described, tested, inspected and supplied.

Masterbatch producers, plastics processors that mould polyolefin articles, buyers of

antibacterial plastic products and test laboratories can use it when specifying and accepting

the material. It is voluntary, as the /T in the code shows. The Ministry of Industry and

Information Technology issued it on 16 April 2026, and it takes effect on 1 November 2026.

It is a new standard and does not replace an earlier edition.
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