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Foreword

HG/T 6500-2026 is a recommended industry standard of the People's Republic of China in

the Chemical Industry sector, approved and issued by the Ministry of Industry and

Information Technology on 15 July 2026, with effect from 1 February 2027.

It is administered by the National Technical Committee for Plastics Standardization,

Thermosetting Plastics Subcommittee.

Classification: ICS 83.080.10; CCS G31.

1 Scope

HG/T 6500-2026 describes a spectrophotometric method for the determination of phenolic

hydroxyl groups in epoxy resin. It is a test method standard: it concerns how the phenolic

hydroxyl content of an epoxy resin is measured by spectrophotometry, so that different

laboratories working on the same material follow the same approach. The English

translation reproduces the full Chinese text of the method.

The standard is useful to epoxy resin producers who check their product, to quality control

and independent test laboratories, and to resin buyers who need comparable analytical

results. It carries the /T suffix and is therefore a voluntary industry standard. The Ministry of

Industry and Information Technology approved it on 15 July 2026, and it comes into effect

on 1 February 2027. It is a new method and does not replace an earlier edition.
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