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What this standard covers

This standard specifies the test principles, samples, instruments and equipment, test

procedures and result processing for the high-temperature performance of coatings for lost

foam casting. This standard is applicable to testing activities of high temperature

performance of lost foam coatings for cast iron, cast steel and cast aluminum.
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