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What this standard covers

This standard specifies the performance test items of die-casting aluminum melting

furnaces during performance testing and describes the corresponding test methods. This

standard applies to the performance test of die-casting aluminum melting furnaces and

holding furnaces that use liquid fuel, gas fuel or electric energy as heat sources in

die-casting production.
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