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Foreword

JB/T 15432-2026 is a recommended industry standard of the People's Republic of China in
the Machinery sector, approved and issued by the Ministry of Industry and Information
Technology on 28 April 2026, with effect from 2 November 2026.

It is administered by the National Technical Committee for Earth-moving Machinery
Standardization.

Classification: ICS 53.100; CCS P97.

1 Scope

The document sets out an electrochemical test method for the porosity of thermal spraying
coatings on remanufactured components of earth-moving machinery. Porosity describes the
voids in a sprayed coating, and the method assesses it by electrochemical means. It is a
test method standard within the field of component remanufacturing.

Remanufacturers of earth-moving machinery parts, coating service companies, testing
laboratories and buyers who check the quality of remanufactured components use it. It is a
voluntary industry standard, as the /T in its code shows. It was issued by the Ministry of
Industry and Information Technology on 28 April 2026 and takes effect on 2 November
2026. It is a new standard.
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