JB

INDUSTRY STANDARD OF THE

PEOPLE'S REPUBLIC OF CHINA

JB/T 7901-2023

Laboratory immersion test method for uniform corrosion
ofmetals

TRMEISSEEYSEMREIRRINTS

(English Translation)

Issued on: December 29, 2023 Implemented on: December 29, 2023

Issued by: MIIT

Preview: page 1 of 2 shown, 15 in the full document. Complete English PDF, instant download:
https://chinastandards.org/standards/jb-t-7901-2023


https://chinastandards.org/standards/jb-t-7901-2023

Table of Contents

Document data

1 Document data
Sector: Machinery.
Standard type: recommended.

Date of issue: 2023-12-29.

1

Preview: page 2 of 2 shown, 15 in the full document. Complete English PDF, instant download:
https://chinastandards.org/standards/jb-t-7901-2023


https://chinastandards.org/standards/jb-t-7901-2023

