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What this standard covers

This standard specifies the technical requirements for electrothermal far-infrared sand mold

(core) drying furnaces, describes the corresponding test methods, and specifies inspection

rules, marking, packaging, transportation, and storage. This document applies to the

manufacture of electrothermal far-infrared sand mold (core) drying furnaces in casting

production.

Document data

International classification (ICS): 25.120.30.

Chinese classification (CCS): J61.

Supersedes the earlier edition JB/T 8377-2008.
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