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What this standard covers

This standard specifies the ceramic tile grout (hereinafter referred to as sealant) terms and

definitions, classification, Code and marking, General requirements, technical

requirements, test methods, inspection rules, signs, packaging, transport and storage. This

standard applies to ceramic tiles filled indirect seam sealant. For other types of decorative

tile sealant may refer to this standard. This standard does not include the installation of

ceramic tiles to guide the design requirements.
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