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What this standard covers

This standard specifies the method of chemical analysis of silicate rocks and minerals and

siliceous materials main ingredient. This section applies to common silicate rocks and

minerals, siliceous raw materials and other ingredients like rock and mineral composition

analysis, clayey material.
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