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What this standard covers

This standard specifies the rubber modified asphalt and fiberglass mesh glass fiber mat

reinforced waterproofing membrane classification, technical requirements, , test methods,

inspection rules, raw mark, packaging, storage and transport. This standard applies to glass

fiber mat-fiberglass mesh composite mat for the child group, dipping powder and other

polymer modified asphalt to sand, polyethylene film, mineral tablets (tablets) materials such

as cladding material into the waterproofing membrane.
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