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What this standard covers

This standard specifies the method of shield construction with precast concrete lining
segments manufacturing process technology requirements of each process, including raw
materials, steel skeleton, concrete, molds and assembly, molding, steam curing, stripping,
repair, late conservation, inspection, signs, corrosion, product storage and transportation.
This procedure is applicable to steel, concrete is made ??of the main raw materials used in
rail traffic, precast concrete tunnel lining segments municipal projects, road, railways,
hydraulic, electricity.
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