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What this standard covers

This standard specifies the phosphogypsum attached water, total phosphorus pentoxide,

-soluble phosphorus pentoxide, determination of soluble fluorine content, total fluorine. This

standard applies to phosphate rock as raw material, wet process phosphoric acid obtained

when the main ingredient is calcium sulfate dihydrate phosphogypsum.
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