ICS 91.100.30 J ( :
CCS Q12

BUILDING MATERIALS INDUSTRY STANDARD OF THE

PEOPLE'S REPUBLIC OF CHINA

JC/T 2163-2012

Safety requirements for production of concrete admixture

(English Translation)

Issued on: January 1, 2012 Implemented on: January 1, 2012

Issued by: Ministry of Industry and Information Technology

Preview: page 1 of 3 shown, 15 in the full document. Complete English PDF, instant download:
https://chinastandards.org/standards/jc-t-2163-2012


https://chinastandards.org/standards/jc-t-2163-2012

Table of Contents

Document data

Standards quoted by this standard

2 Normative references

The following documents are referred to in the text in such a way that some or all of their
content constitutes requirements of this document.

GB 2893

GB 2894

GB 4053.1

GB 4053.2

GB 4053.3

GB 4915

GB 7231

GB/T 8196
GB/T 11651
GB 12265.3
GB 12268
GB/T 12801
GB 13690

GB 15603

GB 17914 -1999
GB 18218

GB 23821
GB/T 28001
GB 50016-2006

GB 50057

1

Preview: page 2 of 3 shown, 15 in the full document. Complete English PDF, instant download:
https://chinastandards.org/standards/jc-t-2163-2012


https://chinastandards.org/standards/jc-t-2163-2012

Chinastandards.org

GB 50058
GB 50140
GB 50351

GB 504

2

Preview: page 3 of 3 shown, 15 in the full document. Complete English PDF, instant download:
https://chinastandards.org/standards/jc-t-2163-2012


https://chinastandards.org/standards/jc-t-2163-2012

