ICS 91.100.99 J ( :
CCS Q18

BUILDING MATERIALS INDUSTRY STANDARD OF THE

PEOPLE'S REPUBLIC OF CHINA

JC/T 2187-2013

Aluminium corrugated composite panel

(English Translation)

Issued on: January 1, 2013 Implemented on: January 1, 2013

Issued by: Ministry of Industry and Information Technology

Preview: page 1 of 3 shown, 9 in the full document. Complete English PDF, instant download:
https://chinastandards.org/standards/jc-t-2187-2013


https://chinastandards.org/standards/jc-t-2187-2013

Table of Contents

Document data

Standards quoted by this standard

2 Normative references

The following documents are referred to in the text in such a way that some or all of their
content constitutes requirements of this document.

GBI/T 191
GBIT 1452
GB/T 1453
GB/T 1456
GBI/T 1457
GBI/T 1740
GBIT 1771
GB/T 3190
GB/T 3198
GB/T 3880.2-2006
GB/T 3880.3
GB/T 4957
GB/T 6388
GB/T 6461
GB/T 6739
GB 8076
GB/T 8753.2
GB/T 9286
GB/T 9780

GBI/T 10125

1

Preview: page 2 of 3 shown, 9 in the full document. Complete English PDF, instant download:
https://chinastandards.org/standards/jc-t-2187-2013


https://chinastandards.org/standards/jc-t-2187-2013

Chinastandards.org

GBI/T 11942

GBI/T 14155

2

Preview: page 3 of 3 shown, 9 in the full document. Complete English PDF, instant download:
https://chinastandards.org/standards/jc-t-2187-2013


https://chinastandards.org/standards/jc-t-2187-2013

