
ICS 91.100.40

CCS Q 14 JC

BUILDING MATERIALS INDUSTRY STANDARD OF THE

PEOPLE'S REPUBLIC OF CHINA

JC/T 412.2-2018
Replacing JC/T 412.2-2006

Fiber cement flat sheets. Part 2: Asbetos fiber cement flat
sheets

(English Translation)

Issued on: April 30, 2018 Implemented on: September 1, 2018

Issued by: Ministry of Industry and Information Technology

Chinastandards.org

Preview: page 1 of 2 shown, 11 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/jc-t-412-2-2018

https://chinastandards.org/standards/jc-t-412-2-2018


Table of Contents

What this standard covers .................................................................................................... 1

Document data ..................................................................................................................... 2

Standards quoted by this document ..................................................................................... 3

What this standard covers

This standard specifies the definition and terminology, classification, grade, specification

and marking, raw materials, requirements, test methods, inspection rules, signs and

certificates, transportation, packaging and storage of chrysotile fiber cement flat plates.

Document data

International classification (ICS): 91.100.40.

Chinese classification (CCS): Q14.

Estimated length of the Chinese original: 16,171 words.

Adopted international standard: ISO 8336:2009??MOD??ISO 390:1993??IDT.

Supersedes the earlier edition JC/T 412.2-2006.
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