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What this standard covers

This standard specifies the magnesium duct (hereinafter referred to as " duct ") product

categories, General Provisions, requirements, sampling, test methods, inspection rules,

signs, product quality certification, manual, packaging, transport and storage. This standard

applies to modified magnesium oxychloride cement cementing material to neutralize the

alkali or alkali glass fiber cloth as reinforcing material, molded polystyrene foam insulation

used as the core material made ??of duct.

Document data

International classification (ICS): 91.060.40.

Chinese classification (CCS): Q10.

Estimated length of the Chinese original: 25,299 words.

Supersedes the earlier edition JC/T 646-1996.
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