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What this standard covers

This standard specifies the principle of separation of honeycomb core strength test strips,

conditions, , specimens steps and calculations. This standard applies to the determination

of honeycomb core line separating strip separating strength and surface strength.

Document data

International classification (ICS): 91.060.20.

Chinese classification (CCS): Q23.

Estimated length of the Chinese original: 8,855 words.

Supersedes the earlier edition JC/T 781-1989 (1996).
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GB/T 1446-2005
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