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1 Foreword

JC/T 848.2-2010 was issued by Ministry of Industry and Information Technology on 22

November 2010 and has been in force since 1 March 2011.

It replaces the earlier edition JC/T 848.2-1999.

It is one of 2 parts of the JC/T 848 series.

2 Scope

This standard specifies the wear and alumina lining brick product categories, specifications,

requirements, test methods, inspection rules and signs, packaging, transport and storage.

This standard applies to wear and alumina lining brick, the other products are also available

for implementation.

3 About this standard

Issued by: Ministry of Industry and Information Technology

English translation: about 6 pages

Chinese original: about 8,849 characters

Supersedes the earlier edition JC/T 848.2-1999.

4 Related standards

Other parts of this standard:

JC/T 848.1-2010 - Alumina grinding ball

5 Classification and status

International classification (ICS): 81.060

Chinese Standard Classification (CCS): Q 32

Prefix JC/T: recommended standard.
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