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What this standard covers

This standard specifies test equipment concrete antifreeze classification and marking,

composition, materials and conditions, requirements, test methods, inspection rules,

marking, packaging, transport and storage. This standard applies to concrete frost test

equipment (including: rapid freezing and thawing of concrete testing equipment, concrete

testing equipment, and concrete slow thaw unilateral freeze-thaw test equipment) the

design, production and quality inspection.
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