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What this standard covers

This standard specifies the concrete crack repair grout terms and definitions, classification,

requirements and test methods. This standard applies to the polymer base material and the

hydraulic binder as the main raw material, the addition of pigments and fillers, additives and

other ingredients prepared concrete crack repair grouting material.

Document data

International classification (ICS): 91.120.30.

Chinese classification (CCS): Q24.

Estimated length of the Chinese original: 10,123 words.

Standards quoted by this document

GB/T 1033.1; GB/T 2567; GB/T 2794; GB/T 6750; GB/T 7123.1; GB 8076-2008; GB/T

14684; GB/T 16777-2008; GB 50119; GB/T 50448; JC/T 986

Chinastandards.org

1

Preview: page 2 of 2 shown, 7 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/jg-t-333-2011

https://chinastandards.org/standards/jg-t-333-2011

