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What this standard covers

This standard specifies the terms and definitions, classification and marking of general

structure, requirements, test methods, inspection rules, certificates, transportation and

storage of concrete structures into core molds (hereinafter referred to as core molds). This

standard applies to hollow hole in the cast or prefabricated concrete structure into the core

mold.

Document data

International classification (ICS): 91.100.30.

Chinese classification (CCS): Q14.

Estimated length of the Chinese original: 22,236 words.

Supersedes the earlier edition JG/T 352-2012.
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