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What this standard covers

This standard specifies the plastering mortar plasticizer terms and definitions, classification

and marking requirements, test methods, inspection rules, product manuals and

certificates, packaging, transport and storage. This standard applies to the main

Document data

International classification (ICS): 91.100.10.

Chinese classification (CCS): Q13.

Estimated length of the Chinese original: 12,154 words.

Standards quoted by this document

GB/T 208; GB 8076-2008; GB/T 8077; GB/T 14684; GB/T 25181-2010; JG/T 3033; JGJ 63;

JGJ/T 70-2009

Chinastandards.org

1

Preview: page 2 of 2 shown, 8 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/jg-t-426-2013

https://chinastandards.org/standards/jg-t-426-2013

