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What this standard covers

This Standard specifies the construction of PV modules polyethylene drunk butyral (PVB)

film (hereinafter referred to as PVB film) The terms and definitions, product classifications,

technical requirements, test methods, inspection rules, marking, packagi
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International classification (ICS): 83.080.20.

Chinese classification (CCS): G32.
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