
ICS 83.080.10

CCS G 33 JG

INDUSTRY STANDARD OF THE

PEOPLE'S REPUBLIC OF CHINA

JG/T 450-2014

Ethylene vinyl acetate (EVA) interlayer for building mounted
photovoltaic module

(English Translation)

Issued on: September 29, 2014 Implemented on: April 1, 2015

Issued by: Ministry of Housing and Urban-Rural Development of the

People's Republic of China

Chinastandards.org

Preview: page 1 of 2 shown, 11 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/jg-t-450-2014

https://chinastandards.org/standards/jg-t-450-2014


Table of Contents

What this standard covers .................................................................................................... 1

Document data ..................................................................................................................... 2

Standards quoted by this document ..................................................................................... 3

What this standard covers

This Standard specifies the construction of PV modules with ethylene - vinyl acetate

copolymer (EVA) film (hereinafter referred to as the EVA film) The terms and definitions,

product classification, requirements, test methods, inspection rules, marking, p

Document data

International classification (ICS): 83.080.10.

Chinese classification (CCS): G33.

Estimated length of the Chinese original: 16,197 words.
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GB/T 2410; GB/T 2680; GB/T 2790; GB/T 2828.1; GB/T 16935.1-2008; HG/T 3862; JC/T
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