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What this standard covers

This standard applies to reinforced concrete structure with reinforced rust inhibitor for steel

protection when rust inhibitor selection, testing, construction and quality acceptance.

Document data

International classification (ICS): 91.200.

Chinese classification (CCS): P04.

Estimated length of the Chinese original: 47,465 words.

Standards quoted by this document

GB 4143; GB 20557; NY/T 1234; NY/T 1674
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