
CCS P 24 JGJ

INDUSTRY STANDARD OF THE

PEOPLE'S REPUBLIC OF CHINA

JGJ/T 371-2016

Technical specification for in-site testing of non fired block
masonry

(English Translation)

Issued on: February 22, 2016 Implemented on: August 1, 2016

Issued by: Ministry of Housing and Urban-Rural Development of the

People's Republic of China

Chinastandards.org

Preview: page 1 of 2 shown, 58 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/jgj-t-371-2016

https://chinastandards.org/standards/jgj-t-371-2016


Table of Contents

What this standard covers .................................................................................................... 1

Document data ..................................................................................................................... 2

Standards quoted by this document ..................................................................................... 3

What this standard covers

This standard applies to the non-sintered brick masonry masonry compressive strength,

masonry shear strength, masonry mortar strength and strength of the masonry block

on-site testing and strength estimation. All kinds of testing methods of masonry mortar and

block in this standard are not applicable to the strength test under the conditions of high

temperature, long flooding, fire, erosion environment and so on.
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