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What this standard covers

This standard specifies the concrete bridge structure of anti-corrosion coating surface water
classification and grading, requirements, test methods, inspection rules, marking,
packaging and storage of content. This standard applies to JT/T695 prescribed in moderate
corrosive atmospheric environment of concrete bridge structure surface with a long-lasting
water-based anti-corrosion coatings, also applies to other similar use of the environment of
the concrete structure of the surface water-based anti-corrosion coatings.
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