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What this standard covers

This standard specifies: fiberboard production galvanized steel wire mesh pad terms and

definitions, parameters, requirements, inspection rules and signs, packaging, transportation

and storage. This standard applies to: wet and semi-dry fiber mat producti

Document data

International classification (ICS): 79.120.99.

Chinese classification (CCS): B97.

Estimated length of the Chinese original: 12,146 words.

Supersedes the earlier edition LY/T 1020-1991; LY/T 1021-1991; LY/T 1022-1991; LY/T

1023-1991; LY/T 1024-1991.
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