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What this standard covers

This standard specifies under laboratory conditions, by measuring the preservative treated

wood by soft rot fungus infestation by wood resulting from mass loss, determined that the

preservative toxicity test methods. This standard applies to the determina

Document data

International classification (ICS): 79.020.

Chinese classification (CCS): B60.

Estimated length of the Chinese original: 10,127 words.

Supersedes the earlier edition LY/T 1284-1998.

Standards quoted by this document

GB/T 13942.1; GB/T 14091
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