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What this standard covers

This standard specifies the terms and definitions sawn edges, requirements, sampling,

testing methods and volume calculations. This standard applies to edges sawn timber

production and circulation.

Document data

International classification (ICS): 79.040.

Chinese classification (CCS): B69.

Estimated length of the Chinese original: 6,610 words.

Supersedes the earlier edition LY/T 1352-1999.

Standards quoted by this document

GB/T 449; GB/T 4822; GB/T 11917-2009; GB/T 17659.2
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