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What this standard covers

This standard specifies: plywood hot press parameters, requirements, inspection rules and

signs, packaging and storage. This standard applies to: plywood production framework

pressing machine (referred to as plywood hot press).

Document data

International classification (ICS): 79.120.

Chinese classification (CCS): B97.

Estimated length of the Chinese original: 13,173 words.

Standards quoted by this document

GB/T 191; GB/T 1184-1996; GB/T 1800.2; GB/T 3766; GB 5226.1; GB/T 5856; GB/T 7932;

GB/T 13306; GB/T 13384; GB/T 18262; LY/T 1004
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