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What this standard covers

This Standard specifies the terms and definitions of solid wood splice plates, classification,

requirements, test methods, inspection rules and labeling, packaging, storage and

transportation requirements. This Standard applies to wood splice plates.

Document data

International classification (ICS): 79.01.

Chinese classification (CCS): B60.

Estimated length of the Chinese original: 14,143 words.

Standards quoted by this document

GB/T 1931; GB/T 1933-2009; GB/T 2828.1-2012; GB/T 17657-2013; GB 18580-2001; GB/T

19367; GB/T 21140-2007
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