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What this standard covers

This Standard specifies the terms and definitions, test equipment, samples, measuring

methods, such as modified wood dimensional stability assay. This Standard applies to

heat-treated wood, chemical impregnated timber, measuring the dimensional stability of

wood modified wood acetylation.
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