
ICS 79.020

CCS B 71 LY

INDUSTRY STANDARD OF THE

PEOPLE'S REPUBLIC OF CHINA

LY/T 3278-2021

Evaluating the resistance of bamboo/wood product surfaces to
mold growth - Environmental chamber testing method

(English Translation)

Issued on: June 30, 2021 Implemented on: January 1, 2022

Issued by: State Forestry and Grassland Administration

Chinastandards.org

Preview: page 1 of 2 shown, 7 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/ly-t-3278-2021

https://chinastandards.org/standards/ly-t-3278-2021


Table of Contents

Document data ..................................................................................................................... 1

Document data

Chinese classification (CCS): B71.

Estimated length of the Chinese original: 10,138 words.

Chinastandards.org

1

Preview: page 2 of 2 shown, 7 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/ly-t-3278-2021

https://chinastandards.org/standards/ly-t-3278-2021

