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What this standard covers

This standard specifies requirements for instruments and equipment, reagents and

consumables, pre-test preparations, test procedures, and reporting for testing the fluid

properties of aviation fire-resistant phosphate ester hydraulic fluid (hereinafter referred to as

"hydraulic fluid") using a hydraulic pump under specific temperature, pressure, and flow rate

conditions. This document applies to the testing of the fluid properties of hydraulic fluid.
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