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What this standard covers

This standard specifies the pH value of the coal and coal gangue leaching test methods as

well as leachate and one of mercury, test procedure, arsenic, fluorine, copper, Nickel, zinc,

lead, Method Summary Determination of cadmium and chromium, reagent material,

instruments and equipment, expression of results and precision of the method and so on.

This standard applies to coal and coal gangue.
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