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What this standard covers

This standard specifies the coal core samples of coal, as measured by the relative density

of the equipment, reagents, coal sample preparation, determining step, results of

calculation and precision. This standard applies to the determination of coal core samples

of coal.

Document data

International classification (ICS): 73.040.

Chinese classification (CCS): D21.

Estimated length of the Chinese original: 6,659 words.

Standards quoted by this document

GB 474; " exploration of coal resources coal sampling procedures" (1987)
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