ICS 75.160.01 M I

CCS D21
INDUSTRY STANDARD OF THE
PEOPLE'S REPUBLIC OF CHINA
MT/T 925-2004
Drop shatter test of industrial briquette
(English Translation)
Issued on: December 14, 2004 Implemented on: June 1, 2005

Issued by: State Administration of Work Safety

Preview: page 1 of 2 shown, 8 in the full document. Complete English PDF, instant download:
https://chinastandards.org/standards/mt-t-925-2004


https://chinastandards.org/standards/mt-t-925-2004

Table of Contents

Document data

Standards quoted by this standard

2 Normative references

The following documents are referred to in the text in such a way that some or all of their
content constitutes requirements of this document.

MT/T 915

MT/T 916

1

Preview: page 2 of 2 shown, 8 in the full document. Complete English PDF, instant download:
https://chinastandards.org/standards/mt-t-925-2004


https://chinastandards.org/standards/mt-t-925-2004

