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What this standard covers

This standard specifies the equipment, reagents, test procedures coal activated carbon

butane working capacity required, the results of the precision expression and methods. This

standard applies to granular activated carbon.

Document data

International classification (ICS): 73.04.

Chinese classification (CCS): D21.

Estimated length of the Chinese original: 7,761 words.

Adopted international standard: ASTM D5228, NEQ.

Standards quoted by this document

GB/T 483; GB/T 7702.1; GB/T 7702.4
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